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DATE:  26th February, 2021 

PCN #:  	 2510 

PCN Title: Qualified Additional A/T Sites, Fab Site and Data Sheet Change 

      

Dear Customer: 
 
This is an announcement of change(s) to products that are currently being 
offered by Diodes Incorporated.  
 
We request that you acknowledge receipt of this notification within 30 days of the 
date of this PCN.  If you require samples for evaluation purposes, please make a 
request within 30 days as well.  Otherwise, samples may not be built prior to this 
change.  Please refer to the implementation date of this change as it is stated in 
the attached PCN form.  Please contact your local Diodes sales representative to 
acknowledge receipt of this PCN and for any sample requests. 
 
The changes announced in this PCN will not be implemented earlier than 90 
days from the notification date stated in the attached PCN form.  
 
Previously agreed upon customer specific change process requirements or 
device specific requirements will be addressed separately. 
 
For questions or clarification regarding this PCN, please contact your local 
Diodes sales representative. 
 
 
 
Sincerely, 
 
Diodes Incorporated PCN Team 
  



 
________________________________________________________________________ 
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 PRODUCT CHANGE NOTICE  

 
PCN-2510 REV 1 

 

Notification Date: 
Implementation 

Date: 
Product Family: Change Type: PCN #: 

26th February, 2021 26th May, 2021 
Analog 

Semiconductors 
Qualified Additional A/T Sites, Fab 

Site and Data Sheet Change 2510 

TITLE 

Qualified Additional A/T Sites, Fab Site and Data Sheet Change 

DESCRIPTION OF CHANGE 

 
This PCN is being issued to notify customers that in order to assure continuity of supply, Diodes has qualified additional 
Assembly/Test (A/T) Sites Greatek Electronics Inc. (GTK Zhunan) located in Zhunan, Taiwan, Greatek Toufen Facility (GTK 
Toufen) located in Toufen, Taiwan, and JCET Group Co., Ltd. (JCET) located in Suqian, China.  And, an additional Diodes 
Internal Fab Site (SFAB2) located in Shanghai, China.  
 
Full electrical characterization and high reliability testing has been completed on representative part numbers to ensure no 
change to device functionality or electrical specifications in the datasheet.  Refer to the attached Qualification Report 
embedded in this file (to view, download this PCN file then open it with a PDF viewer to see the attached qual report). 
 

IMPACT 

There will be no change to the Form, Fit or Function of products affected, unless specifically indicated, i.e. some products will 
have top marking changes as outlined in the table below. Otherwise, no change in datasheet parameters and product 
performance. 

PRODUCTS AFFECTED 

Table 1 - Data Sheet Change (Top Marking)    See Table 1A (Top Marking Comparison) 

Table 2 - Qualified Additional A/T Site (JCET Suqian) 

Table 3 - Qualified Additional A/T Site (JCET Suqian)  with PdCu Bond Wire 

Table 4 - Qualified Additional A/T Site (GTK Toufen) 

Table 5 - Qualified Additional A/T Site (GTK Zhunan) 

Table 6 - Qualified Additional A/T Site (GTK Zhunan) with PdCu Bond Wire 

Table 7 -Qualified Additional Fab Source (SFAB2) 

WEB LINKS 

Manufacturer’s Notice: https://www.diodes.com/quality/product-change-notices/diodes-product-change-notices/ 

For More Information Contact: http://www.diodes.com/contacts  

Data Sheet: http://www.diodes.com/products  

DISCLAIMER 

Unless a Diodes Incorporated Sales representative is contacted in writing within 30 days of the posting of this notice, 
all changes described in this announcement are considered approved. 

 
 
 
 
 
 



 
________________________________________________________________________ 
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Table 1 - Data Sheet Change (Top Marking – See Table 1A) 

PI7C9X1170CZDEX           

 
 

Table 2 - Qualified Additional A/T Site (JCET Suqian) 

PI5USB2544ZHEX PI5USB2546AZHEX PI5USB2546ZHEX PT7C4337BZEEX PT7C433833AZEEX PT7C4363BZEEX 

PT7C4563BZEEX PT7M3808G01ZCEX PT7M3808G12ZCEX       

 
 

Table 3 - Qualified Additional A/T Site (JCET Suqian) with PdCu Bond Wire 

PI3A412ZHEX PI4MSD5V9540BZEEX PI6ULS5V9306ZEEX PI6ULS5V9515AZEEX PI6ULS5V9517AZEEX PI6ULS5V9617AZEEX 

PT7C4311ZEEX PT7C4337ZEEX         

 
 

Table 4 - Qualified Additional A/T Site (GTK Toufen) 

PI2EQX511EXUAEX PI2EQX632EXUBEX PI2EQX638XUBEX PI2EQX862XUAEX PI3DBS12212AXUAEX PI3DBS16212XUAEX 

PI3DBS16213XEAEX PI3DBS16222XEAEX PI3PCIE3212XUAEX PI3USB32224AXEAEX PI3USB32224BXEAEX PI3USB32324AXEAEX 

PI5USB30213AXEAEX PI5USB30213XEAEX PI5USB30216AXUAEX PI5USB30216BXUAE+CWX PI5USB30216CXUAEX PI5USB30216DXUAEX 

PI5USB31213AXEAEX PI5USB31213XEAEX         

 
 

Table 5 - Qualified Additional A/T Site (GTK Zhunan) 

PI90LV179WEX PI3C3306UEX PI3USB221AZUAEX PI3USB221EZUAEX PI4ULS5V202UEX PI5C3306LEX 

PI6C2405A-1HLEX PI6C2405A-1HLIEX PI6C2405A-1LEX PI6ULS5V9306UEX PI6ULS5V9509UEX PI6ULS5V9515AUEX 

PI6ULS5V9517AUEX           

 
 

Table 6 - Qualified Additional A/T Site (GTK Zhunan) with PdCu Bond Wire 

PT7C43390LEX PT7C4372ALEX         

 
 

Table 7 -Qualified Additional Fab Source (SFAB2) 

AP3984MTR-G1 GP4504MTR-G1 GP4504MTR-G1-01       

 
 
 
 
 
 
 
 
 
 
 



 
________________________________________________________________________ 
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Table 1A - (Top Marking Comparison of ZD Package) 
 
 

 Old Top Marking New Top Marking 

Top Marking Change 
"PI7C9X11" 1st row now has 8 characters 
"70CZDE" 2nd row now has 6 characters 
"YYWWXX" 3rd row remains unchanged 

"PI7C9X1" 1st row now has 7 characters 
"170CZDE" 2nd row now has 7 characters 
"YYWWXX" 3rd row remains unchanged 

Top Marking on Data 
Sheet 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 





Certificate of Design, Construction & Qualification


Description: GTK U8 package qualification


Qual Device 1 Qual Device 2 Qual Device 3 Qual Device 4 Qual Device 5 Qual Device 6 Pkg QBS 1


General Part Number PI6ULS5V9517AUEX PI4ULS5V202UEX PI3C3306UEX PI6ULS5V9515AUEX PI6ULS5V9509UEX PI6ULS5V9306UEX PI5A23159UE


  Package MSOP‐8 MSOP‐8 MSOP‐8 MSOP‐8 MSOP‐8 MSOP‐8 MSOP‐10 (U10)
PTC Package Code U8 U8 U8 U8 U8 U8 U10


Wire Bond, Cu Piller, CSP Wirebond Wirebond Wirebond Wirebond Wirebond Wirebond Wirebond
MSL Level MSL1 MSL1 MSL1 MSL1 MSL1 MSL1 MSL1


Package Size 3.0mm x 3.0mm 3.0mm x 3.0mm 3.0mm x 3.0mm 3.0mm x 3.0mm 3.0mm x 3.0mm 3.0mm x 3.0mm 3.0mm x 3.0mm
Die Quantity (eg. Die per package) 1 1 1 1 1 1 1


Die # 1 Die Name(1) F3VT01‐CB F3VT02‐AC F3PB25B‐Z011 F3VT01‐CD F3VT01‐AE F3VT01‐BK F3M023


Die Size  (W/L/Thickness 0.98mm x 1.03mm 1.0mm x 0.6mm 0.79mm x 1.43mm 0.98mm x 1.03mm 0.98mm x 1.03mm 0.98mm x 1.03mm
0.63mm x 0.35mm


(double die)
Die Process / Technology MGN 0.5um MGN 0.5um MGN 0.5um MGN 0.5um MGN 0.5um MGN 0.5um MGN 0.5um


Wire Bond Material (Au, Cu, Al) PdCu PdCu PdCu PdCu PdCu PdCu PdCu
Wire Diameter 0.8mil 0.8mil 0.8mil 0.8mil 0.8mil 0.8mil 0.8mil


Fab  Wafer FAB MGN MGN MGN MGN MGN MGN MGN
Wafer Diameter 8" 8" 8" 8" 8" 8" 8"
Wafer Thickness 725 725 725 725 725 725 725


Top Metal Type/Bond Pad Composition Al/Cu Al/Cu Al/Cu Al/Cu Al/Cu Al/Cu Al/Cu
Top Metal Thickness 0.9 0.9 0.9 0.9 0.9 0.9 0.9


  Max Thermal resistance Junc (case) 39.1 39.1 39.1 39.1 39.1 39.1 39.1
  Max Thermal resistance Junc (amibent) 206.3 206.3 206.3 206.3 206.3 206.3 206.3


Package BackgrindThinkness 8mil 8mil 8mil 8mil 8mil 8mil 8mil
Backgrind Location GTK GTK GTK GTK GTK GTK GTK


  Bond Type (at Die) Ball Ball Ball Ball Ball Ball Ball
  Bond Type (at LF) Wedge Wedge Wedge Wedge Wedge Wedge Wedge


DB Epoxy/Solder Type Dispense Dispense Dispense Dispense Dispense Dispense Dispense
Die Attach Material CRM‐1076DJ‐G CRM‐1076DJ‐G CRM‐1076DJ‐G CRM‐1076DJ‐G CRM‐1076DJ‐G CRM‐1076DJ‐G CRM‐1076DJ‐G
Min Bond Pad Pitch 80um 80um 80um 80um 80um 80um 80um


# of pad/ball/pin Pitch 8/0.65mm 8/0.65mm 8/0.65mm 8/0.65mm 8/0.65mm 8/0.65mm 8/0.65mm
Leadframe Type Stamped Stamped Stamped Stamped Stamped Stamped Stamped


Leadframe Material and Finish C7025/Matte Sn C7025/Matte Sn C7025/Matte Sn C7025/Matte Sn C7025/Matte Sn C7025/Matte Sn C7025/Matte Sn
Molding Compound Type  EME G700HA EME G700HA EME G700HA EME G700HA EME G700HA EME G700HA EME G700HA
Green Compound (Yes/No) Y Y Y Y Y Y Y


Lead‐Free (Yes/No) Y Y Y Y Y Y Y
Assy / Test / Rel  Assembly Site GTK GTK GTK GTK GTK GTK GTK


FT Test Site GTK GTK GTK GTK GTK GTK GTK
Reliability Test Site GTK GTK GTK GTK GTK GTK GTK


Qual Plan # 20122304 20122304 20122304 20122304 20122304 20122304 U10_U08_MSL1_Cu_GTK_


Reliability Test Site


Test  Test Conditions Duration / Limits Fail/SS X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


X = Test Needed Results 
Pass/Fail X = Test Needed Results 


Pass/Fail


MSL1   Pre‐cond (JESD22‐A113)  Bake 125C 24 Hrs 0/154 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 231 Pass
Soak 85C, 85% RH 168Hrs 0/154 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 231 Pass
IR reflow 260C 3 cycles 0/154 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 231 Pass


Temp Cycle (TC)
(JESD22‐A104)  ‐65C‐150C


Mounted on PCB Board (Daughter Card)
500 cycles 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 77 Pass


1000 cycles 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 77 Pass


HAST 
JESD22‐A101/A110


130C, 85%RH, 192hrs 33.3 psia Vcc = Op Max
96 Hrs 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 77  (192hr) Pass


UHAST  QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 77  (96hr) Pass
HTSL


High Temperature Storage
(JESD22‐A103)                                                            Ta>150C 168 Hrs 0/77 N/A N/A N/A N/A N/A N/A NA


  500 Hrs 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 77 Pass
1000 Hrs 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 77 Pass


WBS JESD22‐B116B Cpk>1.66 0/5 QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS 3 lots x 5 PASS
WBP MIL‐STD883‐2011 Cpk>1.66 0/5 QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS 3 lots x 5 PASS
SD


Solderability
>95% Coverage 5 Seconds 0/15 QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS 3 lots x 5 PASS


PD
Physical Dimensions


  Package Outline
Ppk>1.67 
Cpk>1.33 QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS Meets POD PASS


LU
Latch‐up (Class II)


Max Operating Ta or Tc or Tj     100mA or higher 0/6 Not Required Not Required Not Required Not Required Not Required Not Required Not Required


Char
Characterization


Typ ‐40C, 0C, 25C, 85C, 125C Operating  Range 0/30 Not Required Not Required Not Required Not Required Not Required Not Required Not Required


Summary:  


Submitted By: Virginia
Approved By: Pam Finer  01/07/2021







Certificate of Design, Construction & Qualification


Description: GTK L8 package qualification


Qual Device 1 Qual Device 2 Qual Device 3 Pkg QBS 1


General Part Number PT7C43390LEX PI5C3306LEX  PT7C4372ALEX  Various


  Package TSSOP‐8 TSSOP‐8 TSSOP‐8 TSSOP‐48
PTC Package Code L8(AuPdCu)Sn L8(AuPdCu)Sn L8(AuPdCu)Sn A48(PdCu)Sn


Wire Bond, Cu Piller, CSP Wirebond Wirebond Wirebond Wire Bond
MSL Level MSL1 MSL1 MSL1 MSL‐1


Package Size 3.0mm x 4.4mm 3.0mm x 4.4mm 3.0mm x 4.4mm 12.6 X 6mm
Die Quantity (eg. Die per package) 1 1 1 1


Die # 1 Die Name(1) 1TC01400F F3C16B‐AF 1TC008B0D NA
Die Size  (W/L/Thickness 1.64mm x 1.71mm 0.67mm x 0.9mm 1.4mm x 1.43mm NA
Die Process / Technology CSMC 0.5um CMOS MGN 0.5um 3.3V CMOS CSMC 0.5um CMOS various


Wire Bond Material (Au, Cu, Al) AuPdCu AuPdCu AuPdCu PdCu
Wire Diameter 0.8mil 0.8mil 0.8mil 0.8 mil


Fab  Wafer FAB CSMC MGN CSMC NA
Wafer Diameter 6" 8" 6" NA
Wafer Thickness 725 725 725 NA


Top Metal Type/Bond Pad Composition Al/Si/Cu Al/Cu Al/Si/Cu NA
Top Metal Thickness 0.8 0.9 0.8 NA


  No. of bond over active area zero zero zero NA
  Max Thermal resistance Junc (case) 124 124 124 NA
  Max Thermal resistance Junc (amibent) 37 37 37 N


Package BackgrindThinkness 10mil 10mil 10mil 8.0mil
Backgrind Location GTK GTK GTK GTK


  Bond Type (at Die) Ball Ball Ball Ball
  Bond Type (at LF) Wedge Wedge Wedge Wedge


DB Epoxy/Solder Type Epoxy Epoxy Epoxy Epoxy
Die Attach Material CRM‐1076DJ‐G CRM‐1076DJ‐G CRM‐1076DJ‐G CRM‐1076DJ‐G
Min Bond Pad Pitch 90um 90um 90um 90um


# of pad/ball/pin Pitch 8/0.65mm 8/0.65mm 8/0.65mm 48 leads / 0.65 mm
Leadframe Type Stamped Stamped Stamped Stamped


Leadframe Material and Finish C7025/Matte Sn C7025/Matte Sn C7025/Matte Sn Cu / Matte Sn
Molding Compound Type  EME G700LY EME G700LY EME G700LY EME G700LY
Green Compound (Yes/No) Y Y Y Yes


Lead‐Free (Yes/No) Y Y Y Yes
Assy / Test / Rel  Assembly Site GTK GTK GTK GTK


FT Test Site GTK GTK GTK GTK
Reliability Test Site IST / GTK IST / GTK IST / GTK IST / GTK


Qual Plan # 20122303 20122303 20122303 QPG11012


Reliability Test Site


Test  Test Conditions Duration / Limits Fail/SS X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


X = Test Needed Results 
Pass/Fail X = Test Needed Results 


Pass/Fail


(JESD22‐A113)  Bake 125C 24 Hrs 0/154 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 240 Pass
Soak 85C, 85% RH 168Hrs 0/154 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 240 Pass
IR reflow 260C 3 cycles 0/154 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 240 Pass


500 cycles 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 80 Pass


1000 cycles 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 80 Pass


HAST 
JESD22‐A101/A110


130C, 85%RH, 192hrs 33.3 psia Vcc = Op Max
96 Hrs 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 80  (96hr) Pass


UHAST  QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 80  (96hr) Pass


168 Hrs 0/77 N/A N/A N/A N/A


500 Hrs 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 80 Pass


1000 Hrs 0/77 QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass QBS to Pkg QBS 1 Pass 3 lots x 80 Pass
WBS JESD22‐B116B Cpk>1.66 0/5 QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS Pass PASS
WBP MIL‐STD883‐2011 Cpk>1.66 0/5 QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS Pass PASS
SD


Solderability
>95% Coverage 5 Seconds 0/15 QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS Pass PASS


PD
Physical Dimensions


  Package Outline
Ppk>1.67 
Cpk>1.33 QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS QBS to Pkg QBS 1 PASS Pass PASS


Summary:  


Submitted By: V Cheung
Approved By: Pam Finer  07‐Jan‐2021


HTSL
High Temperature Storage


Temp Cycle (TC)


MSL1   Pre‐cond


(JESD22‐A103)                                                            Ta>150C


(JESD22‐A104)  ‐65C‐150C







Certificate of Design, Construction & Qualification


Description: Qualification for 30 Mohm HVR fab transfer from SFAB1 to SFAB2


Qual Device 1(Lot1) Qual Device 1(Lot2) Qual Device 1(Lot3) Qual Device 2 Qual Device 3
General Part Number GP4504MTR-G1-01 GP4504MTR-G1-01 GP4504MTR-G1-01 GP4504MTR-G1 AP3984MTR-G1


  Package SO-7 SO-7 SO-7 SO-7 SO-7
Wire Bond, Cu Piller, CSP Wire Bond Wire Bond Wire Bond Wire Bond Wire Bond


MSL Level 3 3 3 3 3
Package Size 6.2mm*5.1mm*1.75mm 6.2mm*5.1mm*1.75mm 6.2mm*5.1mm*1.75mm 6.2mm*5.1mm*1.75mm 6.2mm*5.1mm*1.75mm


Die Quantity (eg. Die per package) 3 3 3 3 3
Die Name(1) BN026BB-2 BN026BB-2 BN026BB-2 BN026BB-2 BN026BB-2


Die Size  (W/L/Thickness 1.71*1.73*0.25mm 1.71*1.73*0.25mm 1.71*1.73*0.25mm 1.71*1.73*0.25mm 1.71*1.73*0.25mm
Die Process / Technology 1.2UM CDMOS 1.2UM CDMOS 1.2UM CDMOS 1.2UM CDMOS 1.2UM CDMOS


Wire Bond Material (Au, Cu, Al) Au/CU Au/CU Au/CU Au/CU Au/CU
Wire Diameter 1.0mil 1.0mil 1.0mil 1.0mil 1.0mil


Die Name(2) DW008HJ DW008HJ DW008HJ DW008 DW008
Die Size  (W/L/Thickness 1.56*1.56*0.23mm 1.56*1.56*0.23mm 1.56*1.56*0.23mm 1.56*1.56*0.23mm 1.56*1.56*0.23mm
Die Process / Technology 1.5A, 450V Transistor 1.5A, 450V Transistor 1.5A, 450V Transistor 1.5A, 450V Transistor 1.5A, 450V Transistor


Wire Bond Material (Au, Cu, Al) 1.0mil 1.0mil 1.0mil 1.0mil 1.0mil
Wire Diameter   Au/CU Au/CU Au/CU Au/CU Au/CU


Die Name(3) BN149A0-2 BN149A0-2 BN149A0-2 BN149A0-2 BN149A0-2
Die Size  (W/L/Thickness 0.30*1.14*0.25mm 0.30*1.14*0.25mm 0.30*1.14*0.25mm 0.30*1.14*0.25mm 0.30*1.14*0.25mm
Die Process / Technology HVR HVR HVR HVR HVR


Wire Bond Material (Au, Cu, Al) Au/CU Au/CU Au/CU Au/CU Au/CU
Wire Diameter 1.0mil 1.0mil 1.0mil 1.0mil 1.0mil


Fab  Wafer FAB
Die1:SFABII
Die2:CRHJ
Die3:SFABII


Die1:SFABII
Die2:CRHJ
Die3:SFABII


Die1:SFABII
Die2:CRHJ
Die3:SFABII


Die1:SFABII
Die2:CRHJ
Die3:SFABII


Die1:SFABII
Die2:CRHJ
Die3:SFABII


Wafer Diameter
Die1:6"
Die2:5"
Die3:6"


Die1:6"
Die2:5"
Die3:6"


Die1:6"
Die2:5"
Die3:6"


Die1:6"
Die2:5"
Die3:6"


Die1:6"
Die2:5"
Die3:6"


Wafer Thickness
Die1:675um 
Die2:230um
Die3:675um


Die1:675um 
Die2:230um
Die3:675um


Die1:675um 
Die2:230um
Die3:675um


Die1:675um 
Die2:230um
Die3:675um


Die1:675um 
Die2:230um
Die3:675um


Top Metal Type/Bond Pad Composition
Die1:Al
Die2:Al
Die3:Al


Die1:Al
Die2:Al
Die3:Al


Die1:Al
Die2:Al
Die3:Al


Die1:Al
Die2:Al
Die3:Al


Die1:Al
Die2:Al
Die3:Al


Top Metal Thickness
Die1:1.2um
Die2:4.5um
Die3:1.2um


Die1:1.2um
Die2:4.5um
Die3:1.2um


Die1:1.2um
Die2:4.5um
Die3:1.2um


Die1:1.2um
Die2:4.5um
Die3:1.2um


Die1:1.2um
Die2:4.5um
Die3:1.2um


Die passivation thickness  range SiO2 5kA/SiN 5kA SiO2 5kA/SiN 5kA SiO2 5kA/SiN 5kA SiO2 5kA/SiN 5kA SiO2 5kA/SiN 5kA
  No. of bond over active area 2 2 2 2 2
  Glass Transistion Temp 125 ℃ 125 ℃ 125 ℃ 125 ℃ 125 ℃
  Lead Material Manufacture ASM ASM ASM ASM ASM
  Header plating (Die Land Area) Ag Ag Ag Ag Ag
  Max Junction Temp 150 ℃ 150 ℃ 150 ℃ 150 ℃ 150 ℃
  Max Thermal resistance Junc (case) 50°C/W 50°C/W 50°C/W 50°C/W 50°C/W
  Max Thermal resistance Junc (amibent) 95°C/W 95°C/W 95°C/W 95°C/W 95°C/W


No of masks Steps 11 11 11 11 11
Package Bond Type (at Die) Ball Ball Ball Ball Ball


  Bond Type (at LF) Wedge Wedge Wedge Wedge Wedge
DB Epoxy/Solder Type Epoxy Epoxy Epoxy Epoxy Epoxy


Die Attach Material 9005SP-2,9005SP-
2,NC9112


9005SP-2,9005SP-
2,NC9112


9005SP-2,9005SP-
2,NC9112


9005SP-2,9005SP-
2,NC9112


9005SP-2,9005SP-
2,NC9112


Leadframe Type SOP7 109081/091081 SOP7 109081/091081 SOP7 109081/091081 SOP7 109081/091081 SOP7 109081/091081
Leadframe Material A194 A194 A194 A194 A194


Molding Compound Type  CEL-9220HF CEL-9220HF CEL-9220HF CEL-9220HF CEL-9220HF
Green Compound (Yes/No) Yes Yes Yes Yes Yes


Lead‐Free (Yes/No) Yes Yes Yes Yes Yes
AT/Rel  Assembly Site SIMAT SIMAT SIMAT SIMAT SIMAT


FT Test Site EPD EPD EPD EPD EPD
Realibility Test Site BCD BCD BCD BCD BCD


Qual Plan # 20080401 20080401 20080401 20080401 20080401
Realibility Testing


Test  Test Conditions Duration / Limits Fail/SS X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


X = Test Needed Results Pass/Fail X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


MSL3   Pre‐cond (JESD22‐A113)  Bake 125C 24 Hrs 0/154 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS
Soak 30C, 60% RH 192Hrs 0/154 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS
IR reflow 260C 3 cycles 0/154 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


Temp Cycle (TC)
(JESD22‐A104)  ‐65C‐150C


Mounted on PCB Board (Daughter Card)
500 cycles 0/77 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


1000 cycles 0/77 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


HAST 
JESD22‐A101/A110


130C, 85%RH 33.3 psia Vcc = Op Max
96 Hrs 0/77 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


HTSL
High Temperature Storage


(JESD22‐A103)                                                            Ta>150C 168 Hrs 0/77 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


  500 Hrs 0/77 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS
1000 Hrs 0/77 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


HTOL  Ta=125C, 100% Vcc 168 Hrs 0/77 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS
or Ta=150 for 408 hrs 500 Hrs 0/77 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


1000 Hrs 0/77 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS
WBS JESD22‐B116B Cpk>1.66 0/5 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS
WBP MIL‐STD883‐2011 Cpk>1.66 0/5 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


Human Body Model HBM         (AEC‐Q100‐002)      +‐2KV  0/3 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS
Charged Device Model CDM         (AEC‐Q100‐011)    +‐750V 0/3 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


LU
Latch‐up (Class II)


Max Operating Ta or Tc or Tj     100mA  0/6 X PASS X PASS X PASS QBS to Qual Device 1 PASS QBS to Qual Device 1 PASS


Char
Characterization


Typ ‐40C, 0C, 25C, 85C, 105C Operating  Range 0/30 X PASS


Summary: ____________________________________  
Submitted By: ____________________Wang Yongwei________________
Approved By: ____________________________________







Certificate of Design, Construction & Qualification


Description: PT7M3808GxxxZCEX TDFN2.0x2.0-6L Qualification


Qual Device 1 Qual Device 1 Qual Device 1 Qual Device by QBS


General Part Number PT7M3808G01ZCEX PT7M3808G01ZCEX PT7M3808G01ZCEX


PT7M3808G09ZCEX
PT7M3808G12ZCEX


PT7M3808G125ZCEX
PT7M3808G15ZCEX
PT7M3808G18ZCEX
PT7M3808G19ZCEX
PT7M3808G25ZCEX
PT7M3808G30ZCEX
PT7M3808G33ZCEX
PT7M3808G50ZCEX


PG #  M046  M046  M046  M046
 Package DFN2020-6 DFN2020-6 DFN2020-6 DFN2020-6


Wire Bond, Cu Piller, CSP Wire Bond Wire Bond Wire Bond Wire Bond
MSL Level 1 1 1 1


Package Size 2.0mm*2.0mm*0.75mm 2.0mm*2.0mm*0.75mm 2.0mm*2.0mm*0.75mm 2.0mm*2.0mm*0.75mm
Die Quantity (eg. Die per package) 1 1 1 1


Die Name(1) TN011C0-2 TN011C0-2 TN011C0-2 TN011C0-2
Die Size  (W/L/Thickness 1.24mm*0.69mm 1.24mm*0.69mm 1.24mm*0.69mm 1.24mm*0.69mm
Die Process / Technology BCD 0.5um cmos(CF105MN) BCD 0.5um cmos(CF105MN) BCD 0.5um cmos(CF105MN) BCD 0.5um cmos(CF105MN)


Wire Bond Material (Au, Cu, Al) AuPdCu AuPdCu AuPdCu AuPdCu
Wire Diameter 0.8mil 0.8mil 0.8mil 0.8mil


Fab Wafer FAB SFAB2 SFAB2 SFAB2 SFAB2
Wafer Diameter 6" 6" 6" 6"
Wafer Thickness 675um 675um 675um 675um


Top Metal Type/Bond Pad Composition AL-Cu AL-Cu AL-Cu AL-Cu
Top Metal Thickness 1.1um 1.1um 1.1um 1.1um


Die passivation thickness  range SiO2 5kA+SiN 5kA SiO2 5kA+SiN 5kA SiO2 5kA+SiN 5kA SiO2 5kA+SiN 5kA 
 No. of bond over active area 0 0 0 0
 Max Junction Temp 150 ℃ 150 ℃ 150 ℃ 150 ℃


No of masks Steps 14 14 14 14
Metal Layers 2 2 2 2


Metal Density per Layer 0.3 0.3 0.3 0.3
Min Metal Width 0.6um 0.6um 0.6um 0.6um


Min Metal Spacing 0.6um 0.6um 0.6um 0.6um
Power Consumption 35mW 35mW 35mW 35mW


Package BackgrindThinkness 175μm 175μm 175μm
Backgrind Location SuQian JCET SuQian JCET SuQian JCET SuQian JCET


 Bond Type (at Die) Ball Ball Ball Ball
 Bond Type (at LF) Wedge Wedge Wedge Wedge


DB Epoxy/Solder Type Epoxy Epoxy Epoxy Epoxy
Die Attach Material 8290 8290 8290 8290
Min Bond Pad Pitch 110 110 110 110


# of pad/ball/pin Pitch 6 6 6 6
Leadframe Type TDFN2X2-6L TDFN2X2-6L TDFN2X2-6L TDFN2X2-6L


Leadframe Material A194 A194 A194 A194
Molding Compound Type CEL-9220HF13CJ CEL-9220HF13CJ CEL-9220HF13CJ CEL-9220HF13CJ


Green Compound (Yes/No) Yes Yes Yes Yes
Lead-Free (Yes/No) Yes Yes Yes Yes


AT/Rel Assembly Site SuQian JCET SuQian JCET SuQian JCET SuQian JCET
FT Test Site SuQian JCET SuQian JCET SuQian JCET SuQian JCET


Realibility Test Site BCD BCD BCD BCD
Qual Plan # 20060804 20060804 20060804 20060804


Realibility Testing


Test Test Conditions Duration / Limits Fail/SS X = Test Needed Results 
Pass/Fail X = Test Needed Results 


Pass/Fail X = Test Needed Results 
Pass/Fail X = Test Needed Results 


Pass/Fail
(JESD22-A113)  Bake 125C 24 Hrs 0/154 X Pass X Pass X Pass QBS to Qual Device 1  


Soak 85C, 85% RH 168Hrs 0/154 X Pass X Pass X Pass QBS to Qual Device 1  
IR reflow 260C 3 cycles 0/154 X Pass X Pass X Pass QBS to Qual Device 1  


500 cycles 0/77 X Pass X Pass X Pass QBS to Qual Device 1
1000 cycles 0/77 X Pass X Pass X Pass QBS to Qual Device 1


HAST JESD22-A101/A110
130C, 85%RH 33.3 psia Vcc = Op Max 96 Hrs 0/77 X Pass X Pass X Pass QBS to Qual Device 1


168 Hrs 0/77 X Pass X Pass X Pass QBS to Qual Device 1


500 Hrs 0/77 X Pass X Pass X Pass QBS to Qual Device 1
1000 Hrs 0/77 X Pass X Pass X Pass QBS to Qual Device 1
168 Hrs 0/77 X Pass QBS to Qual Device 1 QBS to Qual Device 1 QBS to Qual Device 1
500 Hrs 0/77 X Pass QBS to Qual Device 1 QBS to Qual Device 1 QBS to Qual Device 1
1000 Hrs 0/77 X Pass QBS to Qual Device 1 QBS to Qual Device 1 QBS to Qual Device 1


WBS JESD22-B116B Cpk>1.66 0/5 X Pass X Pass X Pass QBS to Qual Device 1
WBP MIL-STD883-2011 Cpk>1.66 0/5 X Pass X Pass X Pass QBS to Qual Device 1
SD


Solderability >95% Coverage 5 Seconds 0/15 X Pass QBS to Qual Device 1 QBS to Qual Device 1 QBS to Qual Device 1


PD
Physical Dimensions  Package Outline Ppk>1.67 


Cpk>1.33 X Pass QBS to Qual Device 1 QBS to Qual Device 1 QBS to Qual Device 1


Human Body Model HBM         (AEC-Q100-002)      +-2KV 0/3 X Pass QBS to Qual Device 1 QBS to Qual Device 1 QBS to Qual Device 1
Charged Device Model CDM         (AEC-Q100-011)    +-750V 0/3 X Pass QBS to Qual Device 1 QBS to Qual Device 1 QBS to Qual Device 1


LU
Latch-up (Class II) Max Operating Ta or Tc or Tj     100mA 0/6 X Pass QBS to Qual Device 1 QBS to Qual Device 1 QBS to Qual Device 1


Char
Characterization Typ -40C,25C,125C Operating  Range 0/30 X Pass QBS to Qual Device 1 QBS to Qual Device 1 QBS to Qual Device 1


Summary: ____________________________________  
Submitted By: He Xiao 2020/6/17
Approved By: ____________________________________


HTOL Ta=125C, 100% Vcc or Ta=150 for 408 hrs


MSL1   Pre-cond


Temp Cycle (TC) (JESD22-A104)  -65C-150C
Mounted on PCB Board (Daughter Card)


HTSL
High Temperature Storage


(JESD22-A103)                                                            
Ta>150C







Certificate of Design, Construction & Qualification


Description:    JCET‐SQ ZH16 & ZE8 (PI5USB2544ZHEX)  Qualification  (QBS to ZE8)


Qual Device 1 Qual Device 1 Qual Device 1 QBS Devices
General Part Number PI5USB2544ZHEX PI5USB2544ZHEX PI5USB2544ZHEX Various


  Package W‐QFN3030‐16 W‐QFN3030‐16 W‐QFN3030‐16 W‐DFN2030‐8
PTC Package Code ZH16 (PdCu) Sn ZH16 (PdCu) Sn ZH16 (PdCu) Sn ZE8 (PdCu) Sn


Wire Bond, Cu Piller, CSP Wirebond Wirebond Wirebond Wirebond
MSL Level MSL1 MSL1 MSL1 MSL1


Package Size 3.0mm x 3.0mm 3.0mm x 3.0mm 3.0mm x 3.0mm 23.0mm x 3.0mm
Die Quantity (eg. Die per package) 1 1 1 1


Die # 1 Die Name(1) M035B M035B M035B M035B
Die Size  (W/L/Thickness 1.53mm x 1.53mm 1.53mm x 1.53mm 1.53mm x 1.53mm 1.53mm x 1.53mm
Die Process / Technology MGN 0.35um MGN 0.35um MGN 0.35um MGN 0.35um


Wire Bond Material (Au, Cu, Al) AuPdCu AuPdCu AuPdCu AuPdCu
Wire Diameter 1.0mil 1.0mil 1.0mil 1.0mil


Fab  Wafer FAB MGN MGN MGN MGN
Wafer Diameter 8" 8" 8" 8"
Wafer Thickness 725um 725um 725um 725um


Top Metal Type/Bond Pad Composition Al/Cu Al/Cu Al/Cu Al/Cu
  Max Thermal resistance Junc (case) 32.2 32.2 32.2 32.2
  Max Thermal resistance Junc (amibent) 57.7 57.7 57.7 57.7


Package BackgrindThinkness 230±10um 230±10um 230±10um 230±10um
Backgrind Location JCET‐SQ JCET‐SQ JCET‐SQ JCET‐SQ


  Bond Type (at Die) Ball Ball Ball Ball
  Bond Type (at LF) Wedge Wedge Wedge Wedge


DB Epoxy/Solder Type Epoxy Epoxy Epoxy Epoxy
Die Attach Material EN‐4900GC EN‐4900GC EN‐4900GC EN‐4900GC
Min Bond Pad Pitch 125um 125um 125um 125um


# of pad/ball/pin Pitch 48pads / 0.50mm 48pads / 0.50mm 48pads / 0.50mm 48pads / 0.50mm
Leadframe Type Etched Etched Etched Etched


Leadframe Material and Finish Cu /Pb‐free(Matte Tin) Cu /Pb‐free(Matte Tin) Cu /Pb‐free(Matte Tin) Cu /Pb‐free(Matte Tin)
Molding Compound Type  CEL‐9240HF10AK CEL‐9240HF10AK CEL‐9240HF10AK CEL‐9240HF10AK
Green Compound (Yes/No) Yes Yes Yes Yes


Lead‐Free (Yes/No) Yes Yes Yes Yes
Assy / Test / Rel  Assembly Site JCET‐SQ JCET‐SQ JCET‐SQ JCET‐SQ


FT Test Site JCET‐SQ JCET‐SQ JCET‐SQ JCET‐SQ
Reliability Test Site JCET‐SQ JCET‐SQ JCET‐SQ JCET‐SQ


Qual Plan # 20032401 20032401 20032401 20032401


Reliability Test Site


Test  Test Conditions Duration / Limits Fail/SS Lots Required X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


X = Test Needed Results 
Pass/Fail X = Test Needed Results 


Pass/Fail


MSL1   Pre‐cond (JESD22‐A113)  Bake 125C 24 Hrs 0/154 3 Assy lots  0/ 1 x 240pcs Pass  0/ 1 x 240pcs Pass  0/ 1 x 240pcs Pass QBS Qual Vechicle #1 Pass
Soak 85C, 85% RH 168Hrs 0/154 3 Assy lots  0/ 1 x 240pcs Pass  0/ 1 x 240pcs Pass  0/ 1 x 240pcs Pass QBS Qual Vechicle #1 Pass
IR reflow 260C 3 cycles 0/154 3 Assy lots  0/ 1 x 240pcs Pass  0/ 1 x 240pcs Pass  0/ 1 x 240pcs Pass QBS Qual Vechicle #1 Pass


Temp Cycle (TC) 500 cycles 0/77 3 Assy lots 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass QBS Qual Vechicle #1 Pass


1000 cycles 0/77 3 Assy lots 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass QBS Qual Vechicle #1 Pass


HAST 
JESD22‐A101/A110


130C, 85%RH, 192hrs 33.3 psia Vcc = Op Max
96 Hrs x 2 = 192 hrs 0/77 3 Assy lots 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass QBS Qual Vechicle #1 Pass


UHAST 
JESD22‐A118


130C, 85%RH 33.3 psia 
96 Hrs 0/77 3 Assy lots 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass QBS Qual Vechicle #1 Pass


HTSL
High Temperature Storage


168 Hrs 0/77 3 Assy lots 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass QBS Qual Vechicle #1 Pass


500 Hrs 0/77 3 Assy lots 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass QBS Qual Vechicle #1 Pass


1000 Hrs 0/77 3 Assy lots 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass 0 / 1 x 80pcs Pass QBS Qual Vechicle #1 Pass


WBS JESD22‐B116B Cpk>1.66 0/5 3 Assy lots  1 x 5pcsAvg=43.14g, Cpk=2. Pass  1 x 5pcsAvg=44.51g, Cpk=1. Pass   1 x 5pcsAvg=44.5g, Cpk=2.0 Pass QBS Qual Vechicle #1 Pass
WBP MIL‐STD883‐2011 Cpk>1.66 0/5 3 Assy lots  1 x 5pcsAvg=16.73g, Cpk=2. Pass  1 x 5pcsAvg=15.94g, Cpk=1. Pass  1 x 5pcsAvg=16.29g, Cpk=1. Pass QBS Qual Vechicle #1 Pass
SD


Solderability
>95% Coverage 5 Seconds 0/15 3 Assy lots 0 / 1 x 15pcs Pass 0 / 1 x 15pcs Pass 0 / 1 x 15pcs Pass QBS Qual Vechicle #1 Pass


PD
Physical Dimensions


  Package Outline
Ppk>1.67 
Cpk>1.33


3 Assy lots CpK = 2.627 Pass CpK = 2.627 Pass CpK = 2.627 Pass QBS Qual Vechicle #1 Pass
Summary:  


Submitted By: V. Cheung  
Approved By: Pam Finer  8/13/2020


(JESD22‐A104)  ‐65C‐150C
Mounted on PCB Board (Daughter Card)


(JESD22‐A103)                                                            Ta>150C







Certificate of Design, Construction & Qualification


Description:      Qualification for GTK QFN ( F1 to F3) vehicle PI1EQX512AQXUAEX & PI2DPX1217XUAEX


Qual Device 1 Qual Device 1 Qual Device 1
Qual Device 1                


Lot‐1
Qual Device 1                


Lot‐2
Qual Device 1                


Lot‐3
General Part Number PI1EQX512AXUAEX PI1EQX512AXUAEX PI1EQX512AXUAEX PI2DPX1217XUAEX PI2DPX1217XUAEX PI2DPX1217XUAEX


  DIO Package X2‐QFN2020‐18 X2‐QFN2020‐18 X2‐QFN2020‐18 X2‐QFN2845‐32 X2‐QFN2845‐32 X2‐QFN2845‐32
PTC Package Code XUA18 (PdCu) Sn XUA18 (PdCu) Sn XUA18 (PdCu) Sn  XUA32 (PdCu) Sn  XUA32 (PdCu) Sn  XUA32 (PdCu) Sn


Wire Bond, Cu Piller, CSP Wirebond Wirebond Wirebond Wirebond Wirebond Wirebond
MSL Level MSL1 MSL1 MSL1 MSL1 MSL1 MSL1


Package Size 2.0mm x 2.0mm 2.0mm x 2.0mm 2.0mm x 2.0mm 2.85 x 4.5 x 0.35 mm 2.85 x 4.5 x 0.35 mm 2.85 x 4.5 x 0.35 mm
Die Quantity (eg. Die per package) 1 1 1 1 1 1


Die # 1 Die Name(1) S752‐CD S752‐CD S752‐CD LE11‐ENG, AA LE11‐ENG, AA LE11‐ENG, AA
Die Size  (W/L/Thickness 0.890 x 1.310 mm/4mil 0.890 x 1.310 mm/4mil 0.890 x 1.310 mm/4mil 1.39 x 3.42 mm2 1.39 x 3.42 mm2 1.39 x 3.42 mm2


Die Process / Technology MGN_0.13um_GT_1P4M MGN_0.13um_GT_1P4M MGN_0.13um_GT_1P4M
CSM,0.13um,1.2v/2.5v/3.3v,1


P,7m,SIGE8XP
CSM,0.13um,1.2v/2.5v/3.3v,1


P,7m,SIGE8XP


CSM,0.13um, BiCMOS
1.2v/2.5v/3.3v,1P,7m,


SiGe, 8XP
Wire Bond Material (Au, Cu, Al) Au Au Au PdCu PdCu PdCu


Wire Diameter 0.8mil 0.8mil 0.8mil 0.8 mil 0.8 mil 0.8 mil
Fab  Wafer FAB MGN MGN MGN GF Fab 9 GF Fab 9 GF Fab 9  (Burlington)


Wafer Diameter 8" 8" 8" 8" 8" 8"
Wafer Thickness 4mil 4mil 4mil 725um 725um 725um


Top Metal Type/Bond Pad Composition Alumimum Alumimum Alumimum Al Al Al
Top Metal Thickness 0.8um 0.8um 0.8um 4 um 4 um 4 um


  Max Junction Temp 125C 125C 125C 125 degree C 125 degree C 125 degree C
  Max Thermal resistance Junc (case) 35.53 35.53 35.53      
  Max Thermal resistance Junc (amibent) 103.66 103.66 103.66


Package BackgrindThinkness <8mil (Saw) <8mil (Saw) <8mil (Saw) <8mil (Saw) <8mil (Saw) <8mil (Saw)
Backgrind Location GTK GTK GTK GTK GTK GTK


  Bond Type (at Die) Ball Ball Ball Ball Ball Ball
  Bond Type (at LF) Wedge Wedge Wedge Wedge  Wedge  Wedge 


DB Epoxy/Solder Type Epoxy Epoxy Epoxy Epoxy Epoxy Epoxy
Die Attach Material EM‐430JI‐P  EM‐430JI‐P  EM‐430JI‐P  EM‐430J1‐P EM‐430J1‐P EM‐430J1‐P
Min Bond Pad Pitch 75um 75um 75um 58 pads 58 pads 58 pads


# of pad/ball/pin Pitch 18/0.35mm 18/0.35mm 18/0.35mm 32 Lead/ pitch=0.4mm 32 Lead/ pitch=0.4mm 32 Lead/ pitch=0.4mm
Leadframe Type etch etch etch Etched  Etched  Etched 


Leadframe Material and Finish Cu/matte Sn Cu/matte Sn Cu/matte Sn C7025/Matte Sn C7025/Matte Sn C7025/Matte Sn
Molding Compound Type  EME‐631B EME‐631B EME‐631B EME 631B EME 631B EME 631B
Green Compound (Yes/No) Yes Yes Yes Yes Yes Yes


Lead‐Free (Yes/No) Yes Yes Yes Yes Yes Yes
Assy / Test / Rel  Assembly Site GTK GTK GTK GTK GTK GTK


FT Test Site GTK GTK GTK GTK GTK GTK
Reliability Test Site GTK GTK GTK GTK, iST GTK, iST GTK, iST


Qual Plan # 20020501 20020501 20020501 19121001 19121001 19121001


Reliability Test Site


Test  Test Conditions Duration / Limits Fail/SS X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


X = Test Needed Results 
Pass/Fail X = Test Needed


Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


X = Test Needed
Results 
Pass/Fail


MSL1   Pre‐cond (JESD22‐A113)  Bake 125C 24 Hrs 0/154 0 / 154pcs Pass 0 / 154pcs Pass 0 / 154pcs Pass 0 / 231pcs Pass 0 / 231pcs Pass 0 / 231pcs Pass
Soak 85C, 85% RH 168Hrs 0/154 0 / 154pcs Pass 0 / 154pcs Pass 0 / 154pcs Pass 0 / 231pcs Pass 0 / 231pcs Pass 0 / 231pcs Pass
IR reflow 260C 3 cycles 0/154 0 / 154pcs Pass 0 / 154pcs Pass 0 / 154pcs Pass 0 / 231pcs Pass 0 / 231pcs Pass 0 / 231pcs Pass


Temp Cycle (TC) 500 cycles 0/77 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass


1000 cycles 0/77 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass


HAST 
JESD22‐A101/A110


130C, 85%RH, 192hrs 33.3 psia Vcc = Op Max
96 Hrs 0/77 NA NA NA 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass


UHAST 
JESD22‐A118


130C, 85%RH 33.3 psia 
96 Hrs 0/77 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass


HTSL
High Temperature Storage


168 Hrs 0/77 NA NA NA NA NA NA


500 Hrs 0/77 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass


1000 Hrs 0/77 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass 0/ 77pcs Pass


WBS JESD22‐B116B Cpk>1.66 0/5  / 1  x 5pcsAvg: 19.71g / Cpk: 2.9 Pass  1  x 5pcsAvg: 19.82g / Cpk: 2.3 Pass  / 1  x 5pcsAvg: 19.70g / Cpk: 2.7 Pass  / 1  x 5pcsAvg: 20.440 / Cpk: 3.8 Pass  / 1  x 5pcsAvg: 20.720 / Cpk: 4.8 Pass  / 1  x 5pcsAvg: 21.30 / Cpk: 2.63 Pass


WBP MIL‐STD883‐2011 Cpk>1.66 0/5  / 1  x 5pcsAvg: 7.75g / Cpk: 1.98 Pass  / 1  x 5pcsAvg: 7.77g / Cpk: 2.8 Pass  / 1  x 5pcsAvg: 8.10g / Cpk: 2.30 Pass  / 1  x 5pcsAvg: 7.00g / Cpk: 2.90 Pass  / 1  x 5pcsAvg: 7.16g / Cpk: 2.83 Pass  / 1  x 5pcsAvg: 7.33g / Cpk: 3.61 Pass


SD
Solderability


>95% Coverage 5 Seconds 0/15 0 / 1  x 15pcs Pass 0 / 1  x 15pcs Pass 0 / 1  x 15pcs Pass 0 / 1  x 15pcs Pass 0 / 1  x 15pcs Pass 0 / 1  x 15pcs Pass
PD


Physical Dimensions
  Package Outline


Ppk>1.67 
Cpk>1.33 0 /  1 x 30pcs / Cpk >1.33 Pass 0 /  1 x 30pcs / Cpk >1.33 Pass 0 /  1 x 30pcs / Cpk >1.33 Pass 0 /  1 x 30pcs / Cpk >1.33 Pass 0 /  1 x 30pcs / Cpk >1.33 Pass 0 /  1 x 30pcs / Cpk >1.33 Pass


Summary:  


Submitted By:     PE signature and date


Approved By:     Pam Finer   02/19/2020


(JESD22‐A104)  ‐65C‐150C
Mounted on PCB Board (Daughter Card)


(JESD22‐A103)                                                            Ta>150C









